
          LBNE Fiberglass Reinforced Polyester I-Beam Test     2/6/2014  –  3/4/2014 

1. Room temp. test 

2. Liquid test 

3. Vapor Test 
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Water – black pen 

Lifetime – green pen 

Liquid level – yellow pen 


